Polarizing beam splitters constructed of form-birefringent multilayer gratings

Rong-Chung Tyan, Pang-Chen Sun and Y eshayahu Fainman

Department of Electrical and Computer Engineering, University of Californiaat San Diego
LaJolla, CA 92093

ABSTRACT

We introduce a novel polarizing beam splitter that uses the anisotropic spectral
reflectivity (ASR) characteristics of a high spatial frequency multilayer binary grating. By
combining the form birefringence effect of a high spatial frequency grating with the resonant
reflectivity of a periodic multilayer structure, the ASR characteristics for the two orthogonal
linear polarizations are obtained. Such ASR effects allow us to design an optical element that is
transparent for TM polarization but reflective for TE polarization. The properties of the
polarizing beam splitter are investigated using rigorous coupled-wave analysis. The design
results show that an ASR polarization beam splitter can provide a high polarization extinction
ratio for optical waves from a wide range of incident angles and a broad optical spectral
bandwidth. Such ASR polarizing beam splitters are uniquely suitable for image processing and
optical interconnection applications.
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1. INTRODUCTION

Polarizing beam splitters (PBS) are essential components for numerous optical
information processing applications such as free-space optical switching networks, read-write
magneto-optic data storage systems’, and polarization based imaging systems’. These
applications require that the PBS providing high extinction ratios tolerate a wide angular
bandwidth, a broad wavelength range of the incident waves, and compact size for efficient
packaging. Conventional PBS employing either natural crystal birefringence (e.g., Wollaston
prisms) or polarization selectivity of multilayer structures (e.g., PBS cubes) do not meet these
requirements. The Wollaston prism requires a large thickness to generate enough walk-off
distance between the two orthogonal polarizations due to intrinsically small birefringence of the
naturally anisotropic materials. An aternative design of Wollaston prisms' reduces the thickness
considerably by taking advantages of periodic multilayer slab structures that possess form
birefringence which is several times larger than that of natural birefringent materials. However,
the fabrication of such a multilayer slab structure is a tedious and long process. PBS cubes are
easier to fabricate, but they provide good extinction ratios only in a narrow angular bandwidth
for a limited wavelength range’. Other designs which utilize form birefringent high spatial
frequency surface relief gratings’ and single-layer-coated dielectric slab’, have also been
proposed to reduce the size of the components and to simplify the fabrication process, however,
they aso suffer from low extinction ratio, small operating angular bandwidth, and limited
wavelength range.



In this manuscript, we introduce a new PBS device that uses the unique properties of
anisotropic spectral reflectivity (ASR) characteristics of a high spatial frequency multilayer
binary grating. The new ASR mechanism is based on combining the effect of form birefringence
of a high spatial frequency grating (i.e., grating period is much less than the wavelength of the
incident field) with the resonant reflectivity of a multilayer structure. In the next section we first
describe intuitively the principle of the ASR behavior of the high spatial frequency multilayer
grating using Effective Medium Theory (EMT)®. Then we use Rigorous Couple-Wave Analysis
(RCWA)®. tools for an optimum design™ of the PBS, where the EMT results are used as an initial
estimate. In sections 3 and 4 respectively, we use RCWA to design the ASR polarizing beam
splitters and characterize them in terms of polarization extinction ratios for operation with waves
of wide angular bandwidth and broad wavelength range. The results demonstrate extremely high
extinction ratios (e.g., 1000000:1) when the PBS is operated at a specified wavelength and angle
of incidence. Furthermore, good average extinction ratios (from 800:1 to 50:1) can be obtained
when the PBS is operated for waves of 200 angular bandwidth with wavelength ranging from
1300nm to 1500nm. The conclusions and future research directions are discussed in section 5.

2. ANISOTROPIC SPECTRAL REFLECTIVITY

Consider a multilayer structure formed on a substrate by depositing alternating layers of
dielectric materials with high and low indices of refraction, np and n; respectively. Such a
structure exhibits high reflectivity in a wide spectral bandwidth, particularly when the thickness
of each layer corresponds to a quarter-wave optical thickness for the center wavelength. The
reflectivity of the quarter-wave structure can be increased by increasing the value of the ratio
ny/n; and the number of layers in the stack. Larger values of ny/n; also increase the spectral
bandwidth of high reflectance. For a multilayer structure made of isotropic dielectric materials,
the reflectivity spectrums for the two orthogonal linear polarizations are identical and therefore,
hardly separable. To separate the reflectivity spectrums for the two orthogonal linear
polarizations, we need to substitute one or both (i.e., high and low refractive indices) materials
with birefringent materials. Such a multilayer structure of anisotropic materials will possess
reflectivity spectrum bands centered at different wavelengths for the two orthogonal
polarizations, thereby, providing the desired separation of reflectivity spectrums.  However,
since natural materials possess very small birefringence, the separation of the reflection spectral
bands corresponding to the two orthogonal polarizations will be very limited. With our approach
the separation of the reflection spectral bands for the two orthogonal linear polarizations can be
considerably increased due to the high anisotropy™ that can be obtained with form birefringence.

Form birefringence effects” appear in high spatial frequency gratings formed by isotropic
dielectric materials. Due to the geometric anisotropy of the grating structure, the two
orthogonally polarized optical fields, one parallel to the grating grooves (designated as TE field)
and the other perpendicular to the grating grooves (designated as TM field), encounter different
effective dielectric constants and thus acquire a phase difference between them. Thisis similar to
that obtained in natural anisotropic materials. The magnitude of form birefringence depends on
the geometric composition of the grating structure (including the dielectric indices and the shape

of the grating)10 as well as the angle between the incident field and the grating vector. It is
important to note that the value of form birefringence is afew times larger than the birefringence
obtained with naturally birefringent materials. This makes the high spatia frequency grating an
excellent candidate for separating the reflectivity spectrums for the two orthogonal polarizations.



Under the normal incidence, the effective indices for the TE and TM polarizations of a surface-
relief high spatial frequency binary grating can be estimated from the 2nd order EMT :
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where F is the duty cycle of the grating defined by F=1-a/ A with a being the width of air gap
in the grating (see Fig.1), Ais the grating period, A is the wavelength of the incident wave,
nand n, ae the indices of ar and the grating material, respectively, and

n = [FnIII +(1-F)n? ]1 and n{ —{nl,,nz/[Fn +(1- F)nl,,]} are the effective indices of
refractl on for TE and TM waves provided by the zero order EMT.

Figure 1a shows an example of a high spatial frequency multilayer binary grating. We use
SiO, and Si, with refractive indices of 1.45" and 3.51" respectively (for awavelength of 1.3um)
as the two materials for the multilayer structures because of their fabrication compatibility and
low absorption coefficients in the near infrared region (this results in a low insertion loss). For
operation of the form birefringent grating in the zero diffraction order we set the grating period
equal to 0.5 um and the duty cycle F = 0.5. Using second order EMT (egs.1 and 2) we obtain the

following effective refractive indices for the two materials n2 4 =3.25, 5, = 1.26 and n{y) 4=
1.71, n%’ysoz = 1.18. The effective indices of both materials are larger for TE polarization than for

TM polarization. This means that in the spectral domain, the reflection band for TE polarization
will be centered at a longer wavelength as compared with that for TM polarization. This ASR
characteristic is the essential property needed to realize the PBS.
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Fig. 1. (&) Schematic diagram of an ASR polarizing beam splitter operated with plane waves at normal
incidence. (b) Numeric results of the reflectivity for TE and TM polarized waves vs. wavelength of a 7-layer
PBS designed for normally incident waves.



Another characteristic is that the value of the effective index ratio for TE polarized light
((ny/n)1g=2.58) is larger than for TM polarized light ((ny/nj)tm=1.45). This indicates that to
achieve the same reflectance, the number of layers required by TE polarization will be less than
that required by TM polarization. To minimize the number of layers needed to achieve a desired
performance, we choose to maximize reflectivity for TE polarized light. Therefore, each layer has
a quarter-wave optical thickness based upon the TE effective index. These values, estimated by
EMT, are used as the basis for a more accurate design using RCWA. Optimization is done by
incrementally varying the thickness of the layers to obtain the highest extinction ratio at the
operational wavelength of 1.3 um. To achieve broad reflectance peaks in the spectrum, we use
high refractive index materials for both the first and the last layers in the structure. Figure 1b
shows the numeric results of TE and TM reflectances as a function of the wavelength for a 7-layer
high spatial frequency binary grating for normally incident optical fields. As expected, the
reflectance peaks for TE and TM polarized light are separated and the TE polarization has a higher
reflectance and broader bandwidth at longer wavelengths than the TM polarization. For the design
wavelength of 1.3 um, the TM polarized light will be transmitted while the TE polarized light will
experience high reflectivity from the grating. The curves also show that the polarization extinction
ratio remains high over a wide spectral range for the TM polarization. This feature alows the
element to function as a low insertion loss polarizer. In fact, the sidelobe of the TM reflection is
the only limit for the design of the polarization beam splitter. We anticipate that amplitude of the
sidelobes may be reduced by fine-tuning other design parameters, such as the grating duty cycle.
In the short wavelength region, both curves become irregular due to the coupling between the zero
and the higher diffractive orders.

3. POLARIZING BEAM SPLITTER DESIGN

)
o .
S 0.6
=
B Bk &
T 0.4
SiO2 (=2 ¥ SiO2 [0.21 ym o
v :
(€A = 0.5 um P | =
SiO7 Substrate ‘ ‘ 0.2

0.0

Whvelength (um)

@ (b)

Fig. 2. (@) Schematic diagram of a 5-layer ASR polarizing beam splitter operated with incident waves at an

angle of 420, (b) Numeric results for the reflectivity of TE and TM polarized waves vs. wavelength for 420
incidence.



To realize auseful PBS that will allow us to separate the path of the reflected wave (i.e.,
TE polarized wave in our design) from that of the incident wave, we investigate a PBS design
that operates with waves at large angles of incidence. Consider a geometry shown in Fig. 2a,
where the input wave vector is introduced at 42° angle of incidence, lying in the plane
perpendicular to the grating grooves and parallel to the grating vector. This slanted incidence
arrangement possess two additional advantages. 1) reflectivity from each layer for TE
polarization is increased, thus only five layers were needed to achieve the desired performance
(normal incidence required seven); 2) the sidelobe for the TM reflectivity is flattened, allowing
operation of the beam splitter in a wider spectral range. Here again we used first the EMT
estimates for an accurate RCWA design. The thickness of each layer was first chosen to be a
guarter-wave of the wavelength for TE polarized wave, and then fine-turned to set the minimum
of the TM reflectivity at the desired operating wavelength under the maximum band for the TE
reflectivity. Since the reflection band for TE polarization is very wide, changing the thickness
mostly affects the reflection band for TM polarization, and thus fine-tuning to achieve a desired
performance is possible. Fig. 2b shows the numeric results of the reflectance vs. wavelength of
the dlanted incidence optical wave from the 5-layer grating. For the incident wavelength of
1.3um, the TE and TM reflectances are 0.9971 and 0.0009128, and the polarization extinction
ratio for reflection side of the beam splitter is better than 1100:1. The highest extinction ratio of
1000000:1 is obtained at the wavelength of A= 1.265 pm. A relatively flat minimum zone of the
TM reflectivity under the broadband of the TE reflectivity peak indicates that broadband
operation is possible.

4. CHARACTERIZATION OF THE PBSPERFORMANCE
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Fig. 3. Numeric results for the reflectivity of TE and TM polarized waves vs. duty cycle of the high spatial
frequency binary grating. The design parameters are the same as using in  Fig. 2a except the incident
wavelength A isnow fixed at 1.3 um and the duty cycle F isvarying from O to 1.

In order to find the tolerance of the ASR polarizing beam splitter to possible fabrication
errors, we numerically characterize the performance of the PBS by changing the duty cycle of the
multilayer gratings. We use the same design parameters of the PBS shown in Fig. 2a, except that

the incident wavelength A is fixed at 1.3 pm and the duty cycle F is varied in the range O to 1.



The numeric results indicate that the reflectance of both polarizations stay approximately the
same for the different duty cycles ranging from 0.3 to 0.55 (see Fig. 3). This shows high
tolerance to fabrication errors of the ASR polarizing beam splitter. The reflectance of both
polarizations become closer when the duty cycle approaches 0 and 1 and they become identical
when the waves propagate at normal incidence.
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Fig. 4. Contour plots of TE reflectance and TM transmittance vs. incident angles (¢,0) as defined in Fig. 2. (a)
TE reflectance at wavelength A=1.3 um, (b) TM transmittance at wavelength A=1.3 um, (c) TE reflectance at
wavelength A=1.5 um, and (d) TM transmittance at wavelength A=1.5 um .

We also investigate the angular dependence of the ASR polarizing beam splitter. As
shown in Fig. 2a, the angles of incidence are varied to span an angular bandwidth of +10° in both
6 and @ directions defined around theinitial 42° bias angle. The results shown in Fig. 4 indicate
that, at wavelength 1.3 um, the reflectance for TE polarized light and the transmittance for TM
polarized light are both better than 99% inside the 5° angular bandwidth cone, and better than



97% inside the 10° angular bandwidth cone. Around 1.5 pm results show that the TE reflectance
and TM transmittance from this PBS are still better than 96% inside the 5° angular bandwidth

cone and better than 94% inside the 10° angular bandwidth cone. These results indicate that
wide angular bandwidth, as well as broad spectral range, of operation is possible using this
design. The performance of the PBS can be further improved by adding more layers to increase
the range of high TE reflectivity as well as bring the efficiency closer to 100%.

Fabrication of such PBS in the visible spectral range is a challenging task due to the need
to fabricate a grating with sub-wavelength grating period. However, for near infrared range of
operation, fabrication of the structure is practical. For example, in our design the total grating
depth of 5 layersis only 0.78um with the grating period 0.5um, resulting in a grating aspect ratio
of about 3:1, which is well within the fabrication capabilities of silicon microfabrication
technology. Current thin film coating technology allows us to control the accuracy of the layer
thickness within a few nanometers. Therefore, fabrication of the designed PBS (shown in Fig.
2a) can be done by first fabricating the multilayer structure, followed by direct e-beam
lithography and ion beam etching a binary grating profile.

5. CONCLUSION

In conclusion, we have introduced a novel PBS device that is based on the ASR
characteristics of a high spatial frequency multilayer binary grating. This PBS combines the
form birefringence effect of a high spatial frequency grating with the high reflectance of
multilayer structures. We use EMT for initia design and RCWA for optimization of the ASR
polarizing beam splitter. We numerically characterize the ASR polarizing beam splitter in terms
of polarization extinction ratio for operation with waves of wide angular bandwidth and broad
wavelength range. The results show that the ASR polarizing beam splitter not only provides a
very high extinction ratio for the two orthogonal polarizations, but also can be operated with
optical signals of wide angular bandwidth and broad spectral range. From the numeric results,
the fabrication error tolerance of the PBS has been shown to be very high. Another important
advantage of the ASR polarizing beam splitters are their negligible insertion losses achieved by
using non-absorbing dielectric materials. The ASR polarizing beam splitters combine such
unique features as small size, negligible insertion losses, high polarization extinction ratios, and
operation with waves of large angular bandwidth and broad spectral range. These features make
these devices desirable for use in optical image processing, optical interconnections as well as
other polarization optics applications.
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